
Project Introduction

Glass fiber is unique in its ability to withstand atomic oxygen and ultraviolet
radiation in-space environments. However, glass fiber is also difficult to
terminate by traditional methods without decreasing its strength significantly. 
Glass fiber products are especially sensitive to bend radius, and do not work
very well with traditional 'sewn loop on pin' type connections. As with most
composites, getting applied loads from a metallic structure into the  webbing
without stress concentrations is the key to a successful design.  A potted end
termination has been shown in some preliminary work to out-perform
traditional termination methods. It was proposed to conduct a series of tensile
tests on structural webbing  or cord to determine the optimum potting
geometry, and to then be able to estimate a weight and volume savings over
traditional sewn-over-a-pin connections. During the course of the investigation
into potted end terminations for glass fiber webbing, a new and innovative
connection was developed that has lower weight, reduced fabrication time,
and superior thermal tolerance over the metallic end terminations that were to
be optimized in the original proposal. This end termination essentially
transitions the flexible glass fiber webbing into a rigid fiberglass termination,
which can be bolted/fastened with traditional methods.    

Space environments are particularly harsh for the high-strength fibers we
have come to rely on for soft structures.  Kevlar, Nomex, Nylon, and other
synthetic fibers are broken down by exposure to the combination of vacuum,
atomic oxygen, and ultraviolet radiation.  Glass fiber does not have this same
susceptibility, but requires an end termination that does not bend its fibers.
Many proposals for future manned space habitation use inflatable soft
structures to produce large habitable volumes.  Glass fiber is unique in its
ability to withstand atomic oxygen and ultraviolet radiation without
degradation, however, it is subject to failure at reduced loads if it is bent over
a tight radius.  Unfortunately, current practice has been developed with fibers
that do not have this shortcoming, and end terminations are typically made by
sewing a loop and placing it in a clevis / pin connection. Proof-of-concept work
has been performed on potted terminations using a flight-rated high
temperature epoxy.  This work has produced tensile specimens with close to
the breaking strength of the webbing. The initial termination using epoxy
potting and aluminum termination blocks was investigated with various
lengths of webbing potted, and pulled to failure.  Through this testing, it was
determined that a 1/2" long bonded length was required to develop full
strength in 1" wide webbing, 0.03 thick. While showing promise compared to a
pin-and-loop termination, the aluminum termination block has several
disadvantages: 1) the end terminations must be both taller and wider than the
webbing itself. 2) the potting process employs a cleaning process to which the
fiber is sensitive.  This was assumed to be needed to get a high-strength bond
directly to the glass fiber.  Failure was often observed at the edge of the
cleaned fiber. 3) the termination block and the fiber/epoxy composite bond
will have to be shown to be robust enough to survive vacuum, thermal
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extremes, and any other environmental conditions to which the structure will
be subjected to.  During the course of development, some thought was given
to the elimination of these disadvantages. Changing the end termination
material from aluminum to fiberglass offered improvements in all three areas
of concern.  The end termination that resulted is no wider than the webbing
itself, and shorter than the aluminum version.  The compatibility of the
webbing bond to the end fitting is clearly superior, as both are glass/epoxy
composites, and will be affected similarly by environmental factors.  Lastly,
changes to both simplify and reduce stress on the glass fibers during cleaning
were implemented, demonstrating that full webbing strength can be obtained. 
The sum of these design iterations resulted in significant improvements in
reliability and strength of the joint, with a reduction in size and weight. The
resulting end termination is one fifth to one tenth the weight of conventionally
terminated webbing, and is volumetrically smaller by about the same ratio. 
Attachment to other structural elements may be through a pinned or bolted
arrangement, as was used in the testing, or in the case of a composite
structure (carbon/epoxy or glass fiber/epoxy), this new end termination can
be bonded directly to the composite structure.
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